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CLIENT

Triple Lite Incorporated
2F, No, 78 Fen Liau Road,

Taiwan R.O.C.

Attn ;. Ms Julie Huan

03 Jul 2006

DESCRIPTION OF SAMPLE

One ‘TRILITE RMS BOARD' sample, size Scm x 10 cm, was received for the determination of the
presence of asbestos,

METHOD OF TEST

Fibres were extracted from the sample and analysed by microscopy, based on United States
Mational Institute for Occupational Safety and Health (MIOSH) 8002 — Asbestos (bulk) by Polarized
Light Microscopy.
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RESULTS
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Sample Description

Type of Fibres Found

TRILITE RMS BOARD

No asbestos fibre was found to be present in the sample.
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1. Results of the lesting/calibration in the form of a report will be issued immediately after the service has been complefed or
lerminated.

This Report is issued under the following conditions:

2. Unless otherwise requested, a report shall conlain only technical results. Analysis and interpretation of the results and
professional opinion and recommendations expressed thereupon, if required, shall be clearly indicated and additional fee paid
for, by the Client.

3. This report applies to the sample of the specific productiequipment given at the time of its testing/calibration. The results are not
used to indicate or imply that they are applicable to other similar items. In addition, such results must not be used to indicate or
imply that PSB Corporation approves, recommends or endorses the manufacturer, supplierar user of such product/equipment,

no responsibility for the accuracy of information on the brand name,
information supplied.

8. Nothing in this report shall be
from any other testing authfi

9. This report shall not be reproduced (W g
report or results fumished by PSB ' } 56r sales promotion.

10. Unless otherwise stated, the tests are cagjies R-Arpefation Pte Ltd, No.1 Science Park Drive Singapore 118221,

June 2006
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