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SUBJECT

CLIENT

Triple Lite Incorporated

2F, No. 78 Fen Liau Road,

Sec. 1 Linkou Hsiang Taipei Hsi
Taiwan R.O.C.

Attn:  Ms Julie Huan

03 Jul 2006

DESCRIPTION OF SAMPLE

One TRILITE RMS BOARD’ sample, size 5cm x 10cm, about 10 pieces, was received for the
determination of the formaldehyde content.

METHOD OF TEST

ISO 14184-1 Determination of formaldehyde (water extraction method)

The formaldehyde content in the water extract was analysed by means of a Ultraviolet Visible
Absomption Spectrophotometer.
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RESULTS
Sample Description Formaldehyde concentration, mg/kg
TRILITE RMS BOARD Not detected

Note : The detection limit is 1 mg/kg of sample

HU&”,

¥
’\\gﬁ Ty
gwxss%ﬁﬁ

N
NoAY | ENTAL MONITORING
\s QS\’ @%AL&M RIALS :

NG KIAN HOCK
TECHNICAL EXECUTIVE

Page 2 of 3



PSB(orporation

This Report is issued under the following conditions:

1. Results of the testing/calibration in the form of a report will be issued immediately after the service has been completed or
terminated.

2. Unless otherwise requested, a report shall contain only technical results. Analysis and interpretation of the results and
professional opinion and recommendations expressed thereupon, if required, shall be clearly indicated and additional fee paid
for, by the Client.

3. This report applies to the sample of the specific product/equipment given at the time of its testing/calibration. The results are not
used to indicate or imply that they are applicable to other similar items. In addition, such results must not be used to indicate or
imply that PSB Corporation approves, recommends or endorses the manufacturer, supplieror user of such product/equipment,
or that PSB Corporation in any way “quarantees” the later performance of the prodye

4. The sample/s mentioned in this report is/are submitted/supplied/manufactured bythe Client. PSB Corparation therefore assumes
no responsibility for the accuracy of information on the brand name, model n , origin of manufacture, consignment or any

information supplied. Q \/ <</ Q\
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5. Additional copies of the report are available to the Client at ana of this report

7. All copyright in the report shall remain with P @ {(‘h@pon payment of PSB Corporation's fees for

IjEnt
the carrying out of the tests/calibrations, be ' to u report to the third parties subject to the terms
and conditions herein, provided alwaysA *Co fon 53\“ te discretionbe entitled to impose such conditions
on the license as it sees fit. Q %Q/
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8. Nothing in this report shall be mtd%rde d @Bﬂ&\?ﬁ tion has veyified or ascertained any endorsement or marks
from any other testing auth n{)@ ie{%a ma 1& t sample.
NS
I d@anﬁ“ﬂo fe[ence all be made by the Client to PSB Corporation or to the
Corp%réign i@ @ent or sales promotion.
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10.  Unless otherwise stated, the tests are cari P@cﬁ:rration Pte Ltd, No.1 Science Park Drive Singapore 118221.

9. This report shall not be reprod
report or results furnished by PSE
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